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MIL~S~-60494

AMENDMENT 1
23 June 1970

MILITARY SPECIFICATION

STEEL, CHROME-~NICKEL~MOLYBDENUM (8740) BARS AND
REFORGING STOCK (AIRCRAFT QUALITY)

This amendment forms a part of Military Specification MIL-S-6049A, dated
28 June 1967, and is mandatory for use by all Departments and Agencies of
the Department of Defense.
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1.2.3: Delete "1.2.3" and substitute "1.2.2".
Page 2

2.2 Other publications: Delete "485 Lexington Ave., New York, N. Y. 10017"
and substitute "Two Pennsylvania Plaza, New York, N. Y. 10001".
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Table I, 3rd column, last line: Delete "40.02" and substitute "+0.02".

Page 5

3.12.2, under Dimensions (inches) Ultrasonic claseification: Delete "Up to
1-1/2 thickness" "AA".
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4.1: Delete and substitute

4.1 Responsibility for inspection. Unless otherwise specified in the con-
tract or purchase order, the supplier is responsible for the performance of
all inspection requirements as specified herein. Except as otherwise
specified in the contract or order, the supplier may use his own or any other
facilities suitable for the performance of the inspaction requirements speci-
fied herein, unless disapproved by the Govermment. The Government reserves
the right to perform any of the inspections set forth in the specification
vhere such inspections are deemed necessary to assure supplies and services
conform to prescribed requirements.

FSC 9510



Downloaded from http://www.everyspec.com

MIL~S- 6049A
AMENDMENT 1

Custodians:
Army - MR
Navy - AS
Alr Force - 11

Reviewer activities:
Army - MI, AV, WC
Alr Force - 84

User activities:

Army - AT, MU
Navy - 0§

Preparing activity:
Air Force - 11

Project No. 9510-0124



