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M LI TARY SPECI FI CATI ON

STEEL, CHROME- NI CKEL- MOLYBDENUM (8740) BARS
AND REFORG NG STOCK ( Al RCRAFT QUALI TY)

M L- S-6049A, dated 28 JUNE 1967, is hereby canceled. Future acquisitions for
this material should refer to SAE specifications AMS6322, “Steel Bars,

For gi ngs, and Rings 0.50Cr-0.55Cr-0.55 Ni-0.25M (0.38-0.43C) SAE 8740)”" and
AMS 6325, “Steel Bars and Forgi ngs 0.50Cr-0.55Ni -0.25M (0.28-0.43C) (SAE
8740) Heat Treated, 105 ksi (724 Mpa) Tensile Strength” and AMS 6327, “Steel
Bars and Forgings, 0.50Cr-0.55Ni-0.25M (0.38-0.43C) (SAE 8740) Heat Treated,

125,000 psi (862 Ma) Tensile Strength”.

(Application for copies of AMS publications should be addressed to SAE
International, 400 Commnweal th Drive, Warrendale, PA 15096.)
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