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MIL-S-7493B
NOT I CE 1
3 1 Ma y 1 9 8 4

M I L I TARY SPEC I F I CAT I ON

ST E E L BARS , AL LOY , CARBUR I Z I NG , 4 6 1 5 , 4 6 1 7 ,
ANO 4 6 2 0 , A I RCRA F T QUAL I TY

“ M i l i t a r y Specification MIL-S-7493B, dated 26 June 1958, is hereby
cancel led. Future procurements for this material should be made under
AMS6290E, Bars and Forgings, Carburizing 1.8Ni - 0.25M0 (0.11 - 0.17 C),
AMS 6 2 9 2 E , B a r s a n d F o r g i n g s , C a r b u r i z i n g 1 . 8N i - 0 . 2 5M0 ( O . 1 5 - 0 . 2 0C ) ,
a n d AMS 6 2 9 4 E , B a r s a n d F o r g i n g s , C a r b u r i z i n g 1 . 8N i - 0 . 2 5M0 ( 0 . 1 7 - 0 . 2 2 C ) .

( Co p i e s of Industry Standardization d o c ume n t s ma y b e p u r c h a s e d f r om
t h e a p p r o p r i a t e i n d u s t r y a s s o c i a t i o n . )

P r e p a r i n g A c t i v i t y :
A i r F o r c e - 2 0

FSC 9510
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